Published on Mecmesin Support(https://help.mecmesin.com)

Home > Shotcrete Penetrometer User Guide

Support / Product / Shotcrete Penetrometer
Revision ID
12817

Manual | 431-447-03-L00

6& Mecmesin

Shotcrete Penetrometer User
Guide VFG & AFG Versions

For the measurement of resistance force
to calculate the compressive strength

of young sprayed concrete

to EN IS0 14488-2 (Mathod A)

Original instructions published in English language.
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